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HDT/VICAT TESTER

ASTM-D648, D1525, 1ISO-75,306, DIN-53461, 53460
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The tester is used to test the deformed temperature of plastic specimen
under load (HDT test) and to test the temperature when the needle pieces
a certain depth of the plastic specimen under specified condition. (VICAT
test).

HDT test: place the specimen under certain three-point load with
temperature rising at a uniform speed (120_L /hr). Measure the temperature
at which a specified deformation occurs.

VICAT test: place the specimen under certain load with the temperature

rising at a uniform speed (50L or 120L /hr). Measure the temperature
when the needle with 1 square mm cross-area pierces a certain depth

of the plastic specimen.
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# 57T Testing method HDT/VICAT E
#3& Room temp.~300 °C
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Increasing rate of temperature | 2 % 0.2°C/minor50 £ 5°C/hr

%807 Cooling method K723 Water cooling
B&#8 Dimension (WxDxH) 113x59x75 cm
1+, AC 220V, 50/60Hz({&EIRIsk#5E Specified by user
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