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Internal Bond Tester

TAPPI-UM 403
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This machine is mainly used for determining the peeling strength of corrugated boards.
After being impacted at a given angle and weight, the energy absorbed by the specimen -

and the peeling strength of the specimen are determined. The energy absorbed can

be read from the scale.
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Distance from pendulum axis to 228.1mm
centre lineof impact end

?Jﬁﬁf:ﬁu;ﬂ@ifa Test area of specimen (25.4X25.4) + 0.05mm

B2 78 F B 7118 Pressure of spacer |50 - 100 - 150, 200psi
52%& Dimension(WxDxH) 60x32x62cm
= =(#) Weight(approx.) 90kg
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